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Final Test Report
LOT NO.L 17F 198 WGGD 90%

This analysis represents (within normal testing variances) the test results from the sample(s) submitted. The analysis
may not represent the entire lot, batch or production run. In no event shall IDFL be responsible or liable for any direct,
indirect, punitive, incidental, special, or consequential damages whatsoever arising out of or connected with the use of,
misuse of, or reliance upon such results or analysis. This test report is subject to the Terms and Conditions found at
www.idfl.com.
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DWR Test Report 1 Delights Global Co.,Ltd

Terry Nam

IDFL #: 17-236274
Sample ID: LOT NO.L 17F 198 WGGD 90% 
Date:

Content: 90.0% Content: N/A
Species: Goose Species: N/A
Fill Power: NA Fill Power: N/A
Fat & Oil NA Fat & Oil N/A

Approved By:

3-Mar-2017

Sample Info – Treated

Expected Results Test Results
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DWR Test Report 1 Delights Global Co.,Ltd

Terry Nam

IDFB 18-A

Hydrophobic Shake Test
Measurement Interval - 2 Minutes

Minutes T 1.1 T 1.2
2 5 5

40 5 5
120 5 5
180 5 5
300 5 5
420 5 5
480 5 5

540 5 5
600 5 5
660 5 5
780 5 5
840 5 5
900 5 5
960 5 5

1000 5 5
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Minutes 
T 1.1

T 1.2

5   Down Completely Above  Water 

1   Down Completely Under Water 

  

Treated material remains at rating 5 after :  1000 minutes 
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DWR Test Report 1 Delights Global Co.,Ltd

Terry Nam

IDFB 18-A  (Picture References)

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

2 300

5 5
IDFB 18-A

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

840 1000

5 5

Minutes Minutes 

Minutes Minutes 

Rating: Rating: 

Rating: Rating: 

2017/3/3

Page 3 of 4



DWR Test Report 1 Delights Global Co.,Ltd

Terry Nam

IDFB 18-B
Added Water Weight During Shaking
8 Minutes Machine Shake

Flask Sample After Water

Weight (g) Weight (g) Shake (g) Weight (g)

2.1 T 177.85 1.50 182.53 3.18

2.2 T 178.48 1.50 183.00 3.02

IDFB 18-C
Laundry Durability
Detergent:

# of Fill Power

Washes (in ³)

0 710
5 680

10 670

Conditioning: Steam

EN 13543, IDFB 18-D

Water Absorption
10 gram samples

Starting Final

Weight (g) Weight (g)

4.1 T 13.9 18.1
4.2 T 14.0 18.6
4.3 T 13.8 18.5
4.4 T 13.8 18.3

17-236274

17-236274

17-236274

Woolite

Conclusion: On average the treated 
sample trapped ≈ 3.1 grams of water. 

Conclusion: On average the treated 
sample absorbed ≈ 32.4% of water. 
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DWR Test Report 2

Delights Global Co.,Ltd

Terry Nam

IDFL #: 17-236274- Hydrophobic shake- after 5 washes
Sample ID: LOT NO.L 17F 198 WGGD 90% 
Date:

Content: 90.0% Content: N/A
Species: Goose Species: N/A
Fill Power: NA Fill Power: N/A
Fat & Oil NA Fat & Oil N/A

Approved By:

3-Mar-2017

Sample Info – Treated

Expected Results Test Results
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DWR Test Report 2

Delights Global Co.,Ltd

Terry Nam

IDFB 18-A

Hydrophobic Shake Test
Measurement Interval - 2 Minutes

Minutes T 1.1 T 1.2
2 5 5

40 5 5

120 5 5
180 5 5
300 5 5
420 5 5
480 5 5

540 5 5
600 5 5
660 5 5
780 5 5
840 5 5
900 5 5
960 5 5

1000 5 5
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Treated material remains at rating 5 after :  1000 minutes 
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DWR Test Report 2

Delights Global Co.,Ltd

Terry Nam

IDFB 18-A  (Picture References)

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

2 300

5 5
IDFB 18-A

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

840 1000

5 5

Minutes Minutes 

Minutes Minutes 

Rating: Rating: 

Rating: Rating: 
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DWR Test Report 3

Delights Global Co.,Ltd

Terry Nam

IDFL #: 17-236274- Hydrophobic shake- after 10 washes
Sample ID: LOT NO.L 17F 198 WGGD 90% 
Date:

Content: 90.0% Content: N/A
Species: Goose Species: N/A
Fill Power: NA Fill Power: N/A
Fat & Oil NA Fat & Oil N/A

Approved By:

3-Mar-2017

Sample Info – Treated

Expected Results Test Results
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DWR Test Report 3

Delights Global Co.,Ltd

Terry Nam

IDFB 18-A

Hydrophobic Shake Test
Measurement Interval - 2 Minutes

Minutes T 1.1 T 1.2
2 5 5

40 5 5

120 5 5
180 5 5
300 5 5
420 5 5
480 5 5

540 5 5
600 5 5
660 5 5
780 5 5
840 5 5
900 5 5
960 5 5

1000 5 5
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5   Down Completely Above  Water 

1   Down Completely Under Water 

  

Treated material remains at rating 5 after :  1000 minutes 
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DWR Test Report 3

Delights Global Co.,Ltd

Terry Nam

IDFB 18-A  (Picture References)

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

2 300

5 5
IDFB 18-A

Hydrophobic Shake Test
Measured Time Interval – 2 Minutes

840 1000

5 5

Minutes Minutes 

Minutes Minutes 

Rating: Rating: 

Rating: Rating: 
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