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TEST REPORT

APPLICANT : DELIGHTS & GLOBAL CO., LTD KATRI NO : STAA16-00048979

BUYER : LF Corp. RECEIVED DATE : OCT. 31, 2016
ISSUED DATE  : NOV. 11, 2016
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APPLICANT'S PROVIDED SAMPLE DESCRIPTION
-DARK NAVY / Lightweight jacket

TEST RESULT
#1

TEST ITEM

Resistance to surface wetting (grade) : KS K 0590:2008 Spray Method

After 20 washes
After 25 washes
After 30 Washes
After 40 Washes

<Note> 1. Grade : 5(100), 4(90), 3(80), 2(70), 1(50)
2. Washing condition : KS K SO 6330:2011 6B
(Kenmore Normal cycle, (40 + 3) C, WOB, Flat dry,
Total load 2.0 kg, Ballast type )
3. After 20 times washing and water—repellency determination,
washing process after heat treatment of iron
(lron heat treatment conditions : KS K 0558:2011 A-1)

4. Apply applicant's test method.
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Park, Hyung Gun
Director General

Korea Apparel Testing & Research Institute, letters and reports are issued for the exclusive use of the clients to whom they are addressed. No quotations from reports or use of the Korea Apparel Testing &
Research Institute, name is permitted except as expressly authorized in writing. Letters and reports apply only to the specific materials, products or processes tested, examined or surveyed and are not necessarily
indicative of the qualities of apparently identical or similar materials, products or processes. The liability of Korea Apparel Testing & Research Institute, with respect to services rendered, shall be limited to the
amount of consideration paid for each service and not include any consequential damages. This report or certificate does not relieve seller/suppliers from their contractual responsibility with regard to the
quality/quantity of this delivery, nor does it prejudice client's right to claim towards seller/suppliers for compensation for any apparent and/or hidden defects not defected during our random inspection or testing.
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TEST RESULT

TEST |TEM
#1
Content of PFOS and PFOA : Orgarnic solvent extraction
PFOS (ug/m") < 1.0
PFOA (ug/m") < 1.0
* Detection Limit : PFOS 1.0 wg/m', PFOA 1.0 ug/m
<Note> 1. Sample Preparation : Orgarnic solvent extraction
2. Instrument : LC-MS
3. PFOS : Perfluorooctane Sulfonates
PFOA : Perfluorooctanoic Acid
#1
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