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¥ CFU : Colony Foriming Unit

¥ ISR ST(CFU/ML) : s52: 32 x 10°

# AI®E® :5cm x 5¢cm,

# MZ2EZF : Pseudomonas aeruginosa ATCC 15442

CHZEHE : Sromacher film 5 cm x 5 cm
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TEST REPORT

1. N0 :  (CT20-116450E
. Client
QO Name :  MILLIONMOOD CO., LTD
O Address : 3F, 88, Geonji-ro, Seo-gu, Incheon, Korea
3. Date of Test :  2020.10.12 ~ 2020.11.03
4. Use of Report : Quality Control
5. Test Sample : Natural filter

6. Test Method
(1) KCL-TIR-1003:2018

P

Tested By Technical Managar 2 s A
Affirmation j O Lnm
Name : Na, Deng Hyun W Name : BIN SUNG IL 7

This report is not accredited by KOLAS.

Qur report apply only to the standards or procedures identified and to the samle(s) tested unless otherwise specified. The test
results are not indicative of representative of the qualities of the Iat from which the sample was taken or of apparently
identical or simi'ar products. The results of using only a portion of this report cannot be guaranteed. The authenticity of this
test report car be checked on KCL website(ww . kci.re.kr).

2020.11.03

Korea Conformity Laboratories President Yoon, Kap Seok ¢~ . ,ﬁ"—/wffi“!(:-
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Result Inquiry : unit108, Industry-Academic Cooperation Foundation, Hankyong National University, 327, Jungang-ro,
Anseong-si, Gyeonggi-do, 17579, Korea (82-31-389-9193)
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Test Results

Early | After 24 h | Reduction Testing
Conc. | Conc. rate Environment
(CFU/mL) | (CFU/mL) (%) .
22 x 10° 89 x 10° - 1

|
7. Test Results
]
Test Items Test method
BLANK

Arfibacterial g
| test : 7  KCL-FIR-1003

Pseudomonas 2018 ;

aeruginosa

Natural filter

32 x 10° 3.0 x 10°  93.6

¥ CFU : Colonv Forming Unit

¥ Test bacteria : Pseudomonas aeruginosa ATCC 15442
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¥ Inoculum concentration(CFU/mL) : Pseudomonas aeruginosa : 3.2 x 10°

¥ Sample : 5 cm X 5 cm, Blank : Stomacher film : 5 cm x 5 cm

¥ Location : unit108, 'naustry-Academic Cooperation Foundation, Hankyong National University,
327, Jungang-ro, Anseong-si, Gyeonggi—do, 1757S, Korea
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<Picture 1. Pseudomonas aeruginosa — BLANK (24 h)>

Lo

<Picture 2. Pseudomor:as aeruginosa — Naturéi- filter_ (24 h)>
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<Picture 3. Sample[Natural filter]>

——— End of Report ———
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