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' RoHS, Unit: mg/kg
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(EU Directive 2011/65/EU, 2015/863/EU)

Alge=s =4 4HY aAEEA 24z}
1

Lead (Pb) IEC 62321-5:2013 AHEs| % 5 a22s
Cadmium (Cd) ICP-OES &% 2 HAEotE
Mercury (Hg) l}ii,_gHng I_SPQ—OSS-SFA;AEJ 2017 CSV 1 AEcH
Hexavalent Chromium (Cr®") E\?_S?gg_zzm 78l FE % 8 HEote
* Polybrominated Biphenyls(PBBs)
Bromobiphenyl 5 HAECHE
Dibromobiphenyl 5 HAECHE
Tribromobiphenyl 5 HAECHE
Tetrabromobiphenyl 5 HAECHE
Pentabromobipheny! 5 A&t
Hexabromobipheny! 5 A&t
Heptabromobiphenyl 5 HAECHE
Octabromobiphenyl 5 A&
Nonabromobiphenyl 5 HAECHE
Decabromobiphenyl 5 HAECHE
Sum of PBBs - A&t
* Polybrominated Diphenyl Ethers(PBDESs) IGECC_?AZSS 2%;;;:201 58 = =
Bromodiphenyl ethers 5 HECHE
Dibromodiphenyl ethers 5 HECHE
Tribromodipheny! ethers 5 A&t
Tetrabromodiphenyl ethers 5 A&t
Pentabromodipheny! ethers 5 A&t
Hexabromodiphenyl ethers 5 A&t
Heptabromodipheny! ethers 5 HAE ot
Octabromodipheny! ethers 5 HECHE
Nonabromodiphenyl ethers 5 HECHE
Decabromodiphenyl ether 5 HECHE
Sum of PBDEs - A&t
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. Flow Chart
RoHS
Sampling /
Grinding or Cutting
Polymer / Electronics
) 4 \ 4 \ 4
Pb, Cd, Hg cr PBBs / PBDEs
v
Weighing Weighing .
Solvent extraction
' v
Add appropriate ‘
Digestion (Microwave) amount of extraction Concentration or
reagent dilution of extraction
l * solution
Solvent extraction v
Total Dissolved v Analyzed by GC-MS
Make up & add
diphenyl-carbazide
solution h 4
v v Within Calibration
Analyzed by ICP-OES Range
Analyzed by UV-VIS
v v
Data Analysis Data Analysis Data Analysis
l v

( Report > < Report > < Report >

Material Digestion Acid
Polymers HNOs3, HCI, HF, H202, H2SO4, etc.

Metals HNO3, HCI
Electronics HNO3, HCI, HF, H202, H2SO4, etc.
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