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TEST REPORT

1298-5245-6526-1821

1. NO ' CT19-007965
2. Client

Reissuance(R1)

O Name : JMGREEN

Date : 2019.01.28

O Address : #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 170, Giheung—=gu, Yongin-si,

Gyeonggi—do, Korea _
3. Date of Test : 2019.01.11 ~ 2019.01.28

4, Use of Report : Quality control
5. Test Sample : RRE MINI 9CELL #22
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) PRRE MINI 9CELL #22

Test Item(s) Unit Test Method Test Results Remar k
Heat resistance (100 £ 2) C : 1 h - (1) No deformation and no _
discoloration
—— End of Report —-
. . |Tested By /| _ |Technical Manager A
Affirmation ( '“*i'T Jﬁflgﬁﬁg

Name : Hye Jung Cho Name : Park Dong Hyup

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww. kel .re kr).

2019.01.208

Korea Conformity Laboratories President Yoon, Kap Seok @~ . #wfﬁm/ﬁ

v
Address : 08%)3 199 Gasaru dlglta{’o' et Geumcheon—gu, Seoql Korea $2—2—2102—25(§0’
Hesult 1nqunry Aﬂm{ed P&Iymer Resgarch Center 82—&—2102—%66 e
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1221-6319-5099-3836

TEST REPORT

1. NO © CT19-007963

2. Client Reissuance(R1)
O Name :  JMGREEN Date : 2019.01.28
O Address : #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 1=70, Giheung—gu, Yongin-si,

Gyeonggi—do, Korea
3. Date of Test : 2019.01.11 ~ 2019.01.28

4. Use of Report : Quality control
5. Test Sample : RRE MINI 9CELL #15

6. Test Method
(1) KS G 5602:2016 Mod.

7. Test Results
1) RRE MINI SCELL #15

Test Item(s) Unit Test Method Test Results Remark

No deformation and no

Heat resistance (100 + 2) T : 1 h - (1) discoloration )

-——— End of Report ——

| . Tested By /. __|Technical Manager

Affirmation i 1
Name : Hye Jung Cho “"‘{1_‘ Name : Park Dong Hyup A
Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualifies of the gualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL
website(ww. kel .re.kr).

L4

2019.01.28

Korea Conformity Laboratories President Yoon, Kap Seok &~ #“Mf*f“-’*/"i
.

m

8 199, Gasan difdité?llj j_'—-_-(o., géeumcr_%é_bn—gu,- Seoul. Korea 8%—2

-2102-2500

.}

"
Address :

851 o
! 'é fis A il 1, i Al i i i i . / it
‘Result Inquiry * Applied Polyrri@r HesearchiGenter 82:2-2102 2666 "\ iyl TR
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TEST REPORT

1093-2182-7368-4329

1. NO : CT19-007962
5 Client Reissuance(R1)
O Name :  JMGREEN Date : 2019.01.29
. #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 1=70, Giheung—gu, Yongin-si,
O Address : Gyeonggi—do, Korea
3. Date of Test : 2019.01.11 ~ 2019.01.29
4, Use of Report : Quality control
5. Test Sample : RRE MINI QCELL #13
6. Test Method
(1) KS G 5602:2016 Mod.
7. Test Results
1) RRE MINI 9CELL #13
Test Item(s) Unit Test Method Test Results Remar k
Heat resistance (100 + 2) C : 1 h - (1) No dgformatioq and no -
discolorat ion
—— End of Report —
i - Tested By /' _|Technical Manager A
Affirmation (T ALl
Name : Hye Jung Cho ““ 11 . |Name : Park Dong Hyup o

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the gualities of the qualities of the lot from which the sample was taken

or of apparently identical or similar products.

website(ww. kel .re.kr).

The authenticity of this test report can be checked on KCL

2019.01..29

Korea Conformity Laboratories

Address : 08503 199 Gasan diglta% 1-ro, Geumcheon-gu, §eoui Korea 8222;[022500§
ésult lnqq?l ry:-_.- ﬂ‘bpl lgd Polymer ﬁésearch Center 82—2—210 ;.;;2'%6 i u

Page 1 of 1

President Yoon, Kap Seolg,;’ém. J/ﬂfﬁmffi
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8227-3098-9949-6636

TEST REPORT

1. NO :  CT19-007961
5 Clisnt Reissuance(R1)
O Name :  JMGREEN Date : 2019.01.29
O Address : g&ggr?g;%%r, Qérele-lleungdeok IT Valley, 13, Heungdeok 1-T0, Giheung-gu, Yongin-si,
3. Date of Test : 2019.01.11 ~ 2019.01.29
4, Use of Report : (Quality control
5. Test Sample : RAE MINI SCELL #3
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) BRE MINI 9CELL #3

Test |ltem(s) Unit Test Method Test Results Remark
Heat resistance (100 £ 2) T : 1 h - (1) No iﬁformation and no -
L iscoloration

—— Fnd of Report ——

Tested By /| _-|Technical Manager

Name : Hye Jung Cho LA || [Name : Park Dong Hyup

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww. kel .re.kr).

Affirmation fl g,"////'

20190129

Korea Conformity Laboratories President Yoon, Kap Seokzs» . frnpfec/<

J

/

Addféss ! 08503 1995 Gasag dﬁgltam ro, Geumheon—gu Seoui,*}(orea 82-2-2102-2500

Result Inquiry App*hed apiymer Research Center 82-2-2102-2666 s
Page 1 of 1 QP-20-01-07(6)
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1. N0 © CT19-007976

2. Client
O Name :  JMGREEN
O Address #2008 Tower A,

TEST

REPORT

7788-5466-7090-5230

Reissuance(R1)

Date : 2019.01.29

Heungdeok IT Valley, 13, Heungdeok 1=T0, Gifeung-gu, Yongin=si,

Gyeonggi—-do, Korea

3. Date of Test : 2019.01.11 ~ 2019.01.29

4. Use of Report : Quality control
5. Test Sample : RRE 15CELL #74
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) PRRE 15CELL #74

Test Item(s) Unit Test Method Test Results Remar k
Heat resistance (130 + 3) € : 1 h = (1) Deformation of shape = |
-——— End of Report ——
! _ |Tested By /. __|Technical Manager A
Affirmation ' ,~ﬂ¢f&*
7 i

Name : Hye Jung Cho

'l'J Name : Park Dong Hyup

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww . kol .re.kr).

2019.01.20

Korea Conformity Laboratories

i

Address : 08503 199, Gasan digital 1-ro, Geumcheon-gu, Seoul, Korea 82-2-2102-2500
Hesu1tégnquiry_f Applﬂeﬁ'Polymer Research Center 82-2-2102-2666 £

Page 1 of 1

President Yoon, Kap Seok <~ . #ﬁﬂfﬂﬁfﬂ/<
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2445-6607-8964-7760

TEST REPORT

1. NO : CT19-007968
5 Client Reissuance(R1)
O Name :  JMGREEN Date : 2019.01.29
. #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 1=T0, Giheung—gu, YOngin-sri,
O Address Gyeonggi—do, Korea
3. Date of Test : 2019.01.11 ~ 2019.01.29
4, Use of Report : Quality control
5. Test Sample : RRE 15ELL #74
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) RRE 15ELL #74

‘ Test ltem(s) Unit Test Method Test Results Remark
Heat resistance (100 £ 2) € : 1 h = (1) N De ot o 20 D =
discoloration

—— End of Report -—

| , Tested By ! __|Technical Manager A

Affirmation il LA ALt
: Hye Jung Cho =11 ] |Name : Park Dong Hyup ol

Qur report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The

test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken

or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww . kel .re.kr).

2019.01.29

Korea Conformity Laboratories President Yoon, Kap Seok csn. fropses/<
)

Address : 08503 199 Gasan digltal t ro, Geumcheon—gu Seoul Korea 82—2—2102—2500

ﬂesurt Inquiry - ADDIled Polymer Research Genter 82— 2 2102 ol SIS " et b
Page 1 of 1 QP-20-01-07(6)
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a O b~ W

7.
1)

. N0 : CT19-007967
. Client

O Name :
O Address :
. Date of Test :
. Use of Report :
Test Sample :

. Test Method

JMGREEN

(1) KS G 5602:2016 Mod.

Test Results
RRE MINI ACELL #37

#2008 Tower A,
Gyeonggi—do, Korea

2019.01.11 ~ 2019.01.29
Quality control
RRE MINI 4CELL #37

TEST REPORT

1569-1300-3326-2199

Reissuance(R1)

Date : 2019.01.29

Heungdeok |T Valley, 13, Heungdeok 1-70, Giheung-gu, Yongin-si,

Test Item(s)

Unit

Test Method | Test Results

Remark

Heat resistance (100 + 2) T : 1 h

No deformation and no
discoloration

End of Report

Affirmation

Tested By
Name : Hye Jung Cho

I;N E\'jﬂ

Technical Manager
Park Dong Hyup

)
il o4
! il W

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww . kel .re.kr).

Address : 08503 199, Gasan digital 1-ro, Geumcheon-gu, Seoul, Korea 82-2-2102-2500
Result Ihquiry : Appljed'Ponmet Reséarch tht§r£82—2—2{02—2666

2018:01:29

Korea Conformity Laboratories President Yoon, Kap Seok %+~ . #mﬁﬁw/a:.

b

QP-20-01-07(6)
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3013-8311-2976-1172

TEST REPORT

1. NO : CT19-007966
2. Client Reissuance(R1)
O Name @  JMGREEN Date : 2019.01.29
O Address : #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 1-T0, Gifieung-gu, Yongin=si,

Gyeonggi—do, Korea
3. Date of Test : 2019.01.11 ~ 2019.01.29

4. Use of Report @ Quality control
5. Test Sample : RRE MINI 9CELL #24
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) RRE MINI OCELL #24

Test |tem(s) Unit Test Method | Test Results Remark
Heat resistance (100 £ 2) € : 1 h - (1) No dgformatioq Ang ne -
discoloration

—— End of Report —

, : Tested By /. __|Technical Manager
Affirmation {/_!]-1

Name : Hye Jung Cho Name : Park Dong Hyup

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww.kcl.re.kr).

Az

2019.01,29

Korea Conformity Laboratories President Yoon, Kap Seok -~ . #*ﬂf’ﬁ‘w/‘i
i

Result Inquiry : Applied Polymer Research.:.('}é}ltgr 82—2721;::{)2—26663’.4-'. i
Page 1 of 1 QP-20-01-07(6)
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6503-3019-6543-2102

TEST REPORT

1. NO : CT19-007964
4 B Reissuance(R1)
O Name :  JMGREEN Date : 2019.01.29
. #2008 Tower A, Heungdeok IT Valley, 13, Heungdeok 1=To, Giheung—gu, Yongin-si,
O Address : Gyeonggi—do, Korea
3. Date of Test : 2019.01.11 ~ 2019.01.29
4. Use of Report : Quality control
5. Test Sample : RRE MINI 4CELL #21
6. Test Method

(1) KS G 5602:2016 Mod.

7. Test Results
1) RRE MINI 4CELL #21

‘ Test Item(s) Unit Test Method Test Results Remark

[ -

Heat resistance (100 + 2) C : 1h - (1) Ho doformation and o a
discoloration

—— End of Report —

i . Tested By / _|Technical Manager i
Affirmation fi AT ALl
Name : Hye Jung Cho o r,\ o |Name : Park Dong Hyup
Qur report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The
test results are not indicative of representative of the qualities of the qualities of the lot from which the sample was taken
or of apparently identical or similar products. The authenticity of this test report can be checked on KCL

website(ww kel .re.kr).

2019.01.29

Korea Conformity Laboratories President Yoon, Kap Seok ¢~ . ,Lfmf:’wf«:«

Address : 08503 199, Gasan digital 1-ro, Geunchieon-gu, Seoul, Korea 82-2-2102-2500
Result Inquiry : Applied Polymer Research Center 82-2-2102-2666 i
Page 1 of 1 QP-20-01-07(6)
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