INntertek

Total Quality. Assured.

TEST REPORT

Applicant: JMGREEN Number: HKGC00010299
#2008 Tower-dong, Heungduk-IT-Valley,
Heungduk 1Lo 13, Giheung-gu, Date: Nov 06, 2019
Yongin-si, Gyeonggi-do,
Korea

Attn: Choi-JaeHyung

Item Name . Ice Tray
Model No. : JMGREEN RRe, RRe
Brand Name . JMGREEN
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Tests conducted:
As requested by the applicant, refer to attached page(s) for details.
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Conclusion:
The submitted sample was tested under the following requirements requested by the applicant, subject to the information
stated in the remark and attached page(s) for details :

Requirement Result
U.S. F.D.A. Regulation 21 CFR Part 177.1520 Clauses (c)(2.1) Pass
- Polyethylene
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For and on behalf of :
Intertek Testing Services HK Ltd.

/]

Ken Chan
Assistant General Manager
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INntertek

Total Quality. Assured.

TEST REPORT

(1) Testfor F.D.A. Requlation on Polyethylene

Number :

HKGC00010299

Test Method:  The U.S. Food and Drug Administration 21 CFR Part 177.1520 Clauses (c)(2.1) and (d).

Test item Result Limit
()

Density Complied 0.85-1.00

Maximum extractable fraction <1.0 55

in n-hexane, % (W/w)

Maximum extractable fraction 1.2 11.3

in xylene, % (w/w)

Remark: As requested by the applicant, test was conducted on components listed in this report.

Tested component:

(1) Translucent dark grey plastic (Base) (PE).

Date sample received : Oct 21, 2019
Testing period : Oct 21, 2019 to Oct 29, 2019
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Intertek’s standard Terms and Conditions can be obtained at our website http://www.intertek.com/terms/.
The test report only allows to be revised within the retention period unless further standard or the requirement was noticed

This report is for the exclusive use of Intertek's Client and is provided pursuant to the agreement between Intertek and its Client. Intertek’'s responsibility and
liability are limited to the terms and conditions of the agreement. Intertek assumes no liability to any party, other than to the Client in accordance with the
agreement, for any loss, expense or damage occasioned by the use of this report. Only the Client is authorized to permit copying or distribution of this report and
then only in its entirety. Any use of the Intertek name or one of its marks for the sale or advertisement of the tested material, product or service must first be
approved in writing by Intertek. This report is made solely on the basis of your instructions and / or information and materials supplied by you and provide no
warranty on the tested sample(s) be truly representative of the sample source. The observations and test results in this report are relevant only to the sample
tested. This report by itself does not imply that the material, product, or service is or has ever been under an Intertek certification program.

© 2017 Intertek

Intertek Testing Services Hong Kong Limited

2/F Garment Centre
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Kowloon, Hong Kong
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End of report
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